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LAB ASSAY REPORT
CLIENT NAME |
COMMODITY IRON ORE
LOCATION 700 GRAMS OF SAMPLE WAS RECEIVED FROM THE CLIENT
INSPECTION DATE /
SAMPLE SOURCE CLIENT PACKAGE PLASTIC BAG
AMOUNT 1 SHAPE ROCK
RECEIVED DATE 2021/01/05 ASSAY DATE 2021/01/06,18,19,20
ASSAY RESULT
!
j ELEMENTS
CONTENTS g
Fe 8i0: AlLOs P 8
(%) (%) (%) (%) (%)
M21010003 67.72 234 1.88 0.020 0.026
3-SRl GB/T GBIT GR/T GB/T GB/T
6730.65-2009 | 6730..9-2006 | 6730.11-2007 | 6730.18-2006 | 6730.61-2005
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